Dear Sir,

I want to Answers of Following Questions

Q: Cement Process & Quality Control  

1. Mineralogy of Raw Material used for manufacturing of Cement.  

2. What is Pyroprocessing in Cement Plant?  

3. Why we check residue of Raw Mix & Cement only through 90 & 212 Mic in raw mill & also for Cement Mill through 45 micron.  

4.What are an impacts of Minor Element(MgO,Na2O & K2O,Chloride,Mn2O,P2O5,TiO2 etc ) of Raw Mix in Kiln

5. What is meant by Closed circuit Cement Mill & Open circuit Cement Mill 

6. What is Rosin Rammler curve & Particle Size Distribution & difference between them. 

7. Difference between Particle Size Distribution & Residue 

8. Difference between Compressive Strength & Setting Time of Cement. 

9. How to defective by visual or by touching the cement sample or any other method to defected cement. 
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